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 MEDIA ONE DIGITAL IMAGING     SOLUTIONS, LLC 

11752 MARKON DRIVE, GARDEN GROVE, CA 92841 

 
 

The following sample(s) was / were submitted and identified on behalf of the client as: 

Sample Description: TRIPLE WHITE 

Type/Style: TX3W 

Color: WHITE 

Composition: 1000 POLYESTER 
 

 
Test Requested: 

Determine the flame resistance in accordance with test method 1 of NFPA 701:2010 Standard Methods 

of Fire Tests for Flame Propagation of Textiles and Films 

 
Test Results: -- See attached sheet -- 

 

Conclusion: The tested sample “As received” meets the requirements of Test Method 1 of NFPA 

701:2010. 

Test Period: 

Sample Receiving Date :   OCT.14, 2015 

Test Performing Date :   OCT.14, 2015 TO OCT.20, 2015 
 

Signed for and on behalf of 
SGS-CSTC Co., Ltd. Anji Branch 

 
 

Allen Zou 
Technical Manager 


